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1 8/4/08 Hot Plant 11:15 AM 665 100 99 85 74 65 61 45 42 31 21 16 12 6 4.1 66.0 45.2
2 8/7/08 Hot Plant 8:30 PM 100 100 99 80 740 59 54 40 36 27 18 14 10 5 2.8 N/A 45.4

Mineral Aggregate HMA

General Contractors
Route 66
Phoenix
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